(@] Results of hege i
Polarized Light Microscopy

Criterion ;
Loboralones Inc.

Client: US EPA - Region Il Site Address: Hunting Point Sample Date: 4/4/2014

Project#: 140831 Sample Received Date:  4/9/2014 4:00:00 PM.
Collected By: US EPA - Region Il Analyzed By: Hayes, Jade Analysis Date:  ¢/10/2014
L sssemanageg, S S s ot B T S e s — e i

[Sample # i i Non - Asbestos i Asbestos . !

£ " TR RN s i WSS ST e st e AN B
Hite en e | Laver ™ “iibrous&Percent | NonFibrous% | AsbestosType | Percent | Vil
140831001 1 Cellulose-3 92 Chrysotile 5
Tan Glaze
140831002 : = Cellulose-2 95 Chrysatile 3
Gray/Tan Glaze :
140831-003 1 Cellulose-2 93 Chrysotile 5
Gray Glaze
140831-004 RN Cellulose-2 93 Chrysotile : 5

R 3370 Progress Drive, Swdte J, Bensalem, PA 19020/ 215-244-1300 / Fax 215-244-4349 / www.criterionlobs.com
Report Date: 04/102014 Rev. 05 <11 20130419



Paye 2 of 2

Results of

@ Polarized Light Microscopy

=" =
Criterion o
Laborotones Inc.

Client: US EPA - Region III Site Address: Hunting Point Sample Date: 4/4/2014

Sample Received Date:  4/9/2014 4:00:00 FM

Project#: 140831
Collected By: US EPA - Region Il Analyzed By: Hayes, Jode Analysis Date: 471072014

of non-Criterion personnel. This report relates only ro the sumples reported above. and

Z “’l‘%“ Criterion Laburatories, Inc. bears no responsibility for sample collection dctivities
- when reproduced. uust be in ils entirery. Estimated accurdcy. precision and uncertainty data availuble apon request. Unless
4 - | 3 . - - . - .
requested by the client, building materiols manufactured with multiple luyers (i.e. linolewm, wallbeard, ete.) are reporied as a single sample. Nowe Detected = <1%.

James A. Weltz, CIH, President Unless otherwise woted: Blank results are nof subtracted from any Samples were received in

results: QC data associated with this sample set is within acceptable limits:
good condition.

results represent the analysis of bulk sample(s)

It an “R". it is a revised report and replaces the original docusment in fitfl. The above
The concentration of usbestos is determined by

ing to EPA 40 CFR Part 763 Appendix E 1o Subpart E — Polarized Light Microscopy.
visnal estimation.

Note: If your project munber ends wif
by Criterion Laboratories, Inc. accord

THIS IS THE LAST PAGE OF THE REPORT

} waaabr

EMEAP und ELLAP accreditation programs for Polarized Liglit Microscopy (PLM}.
scwmented by the Scope of Accreditation Ceriificare and associated Scope.
the determination of Legionelia in water by
for thie determination of asbestos in bulk sumples by Polarized Light Microscopy {PLAM). This test repuort
avered under AIHA-LAP, LLC. 100424

Criterion Laboratories, Ine. (ID 100424) is accredited by the AIHA Lahoratory Accreditation Programs (AIHA-LAP). LLC in the IHLAP:

Phase Contrast Microscopy (PCM): Air-Direct Examination: and Airbome Dust, Paint, Seuied Dust by Wipe and Soil for F telds of Testing as de
Additionally. Criterion Laboratories. Iuc. is certified by the Center for Diseuse Contrul {CDCj Enviranmental Legionella Isolation Techniques Evalnation (ELITE) Program for

reditation from the National Voluniary Laboratory Accreditation Program (NVLAP ID 102046-0)

culture and holds ace
to claim preduct endorsement by NVLAP. NIST. AIHA or any agency of the US Government. Unless specificaliy listed vs above. these lest results are nof ¢

st not be used
accreditution.

Report Dote: G1072014 1370 Progress Drive, Saite J, Bensalem. PA ); z(?”gql iIISI 224(-:’ if]ic;; Fox 215-2d4-4349 [ wwwecriterionlabs.com



ENVIRONMENTAL PROTECTION AGENCY

JHO8S )

CHAIN OF CUSTODY RECORD

REGION 3
1650 Arch St.
Philadelphia, Pennsylvania 19103

PROJ.NO. |PROJECT NAME
| Hntng %A‘f’ No. ’
SAMPLERS: (Signature) v
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M W con. REMARKS
' il o TAINERS

STA.NO. | DATE | TIME § é STATION LOCATION
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Relinguished byf [Signatye) Datwe / Time | Recgived by: (Signature) Lfﬁfr Relinquished by: fSignature) Date / Time | Received by: (Signature)
A/ w178 | (ot HefD
~ y/i/] ]
Relinquished by: (Signature) { Date/Ti ﬁ‘!(:eived by: rs;'gmz{fare) Relinquished by: (Signature) Date / Time |Received by: (Signature)

Relinquished by: (Signature) Date / Time

Received for Laboratory by:
{Signaturs]

i
i

Date /Time

Distribution: Original Accompanies Shipmant; Copy 1o Coordinator Field Files

Remarks (N A by RO s 4ol




y -
CRITERION @ Drop-Off Project Control Record / Chain of Custody
]

LABORATORIES, INC.

Project #: 140831
Client Information Rev. 02_<11.20121019
Company: US EPA - Region IIf Contact: Rich Ponak
Address: 1650 Arch Street Cell: Phone: (215) 814-2044 Ext.:

MC: WC32 Fax: (215)814-3113 E-Mall: Ponak.Rich@epamail.epa.gov

City: Philadelphia PA 19103
Project Manager: " Alvarez, Vernon Activity Code: 72 Project Open Date:
Site Address: Hunting Polnt 4/9/2014

Actlvity: PLM Analysis

Instructions:

Office Notes:

Unique Sample Sample nalyte

Sample ID Destription Location A({( gz A &m \‘Q\ /
ss00r  (F\(N>-

140831:002 G5\ :

0
140831-003 \Q
140831-004 G\&

N~
; & Date / Time 4/9/2014 3:55:00 PM

=3 \!f E Wé%{ A Date / Time 4/9/2014 3:55:00 PM
\\Q\lﬁj gﬂ)f/éﬁ%)& ............... Date / Time 4/9/2014 3:55:00 PM

Relinquished By |

Recelved By .

Analyzed By \) ()




@

Criterion
obarcdories Inc.

Client:
Project #:

US EPA - Region III
140730

Collected By: US EPA - Region Il

Sample#
{ Location / Material Description

140730-001

‘White Flooring
Dumpster

140730-002

Gray Transite

Dumpster

140730003

Gray Transite

Dumpster

140730-004 :
Light Gray/Black Floor Tile
Duﬁrpsl:r :
140730-005

‘White Flooring
Dumpster

140730-005
Black Mastic
Dumpster

Report Dote: 032772014

Results of Page I of 2 .
Polarized Light Microscopy
Site Address: Hunting Point Sample Date:  3/24/2014
Sample Received Date:  3/25/2014 2:16:00 PM
Analyzed By: Hayes, Jade Analysis Date:  3/25/2014
: oo [ o P s ORI, T T 'l S _\
| Laver | iemGpeen | NowRbrow® | AsbestosType | Percem | COWPEE . |
1 Cellulose-30 10 Chrysotile 55
Fiberglass-5
1 =5 ‘65 Chrysotile 35
i Fiberglass-2 68 Chrysotile 30
1 Fiberglass-2 97 None Detected —
Cellulose-1
97
1 Cellulose-35 15 Chrysotile 50
2 Celiviose-3 9% Chrysotile 5

3370 Progress Drive, St 4. Bensolen. PA 19020 7215-244-1300 7 Fox: 215-244-9349 / www.coiterionfobs.com
Rev. 05 <11 20130419



Results of Page 2 of 2
Polarized Light Microscopy

. -
Criterion

LODOIGII S Inc

Sample Date:  3/24/2014
Sample Received Date:  3/27/2014 10:52:00 AM

DL e e ———

Client: US EPA - Region I1I Site Address: Hunting Point

Project #: 140730
Analyzed By: Haves, Jade Analysis Date:  3/25/2014

Collected By: US EPA - Region 111

Z Criterion Laboratories. Inc. bears no respuusibiliry for sumple colleciion activities of non-Criterion personnel. This report reldies enly 1 the samples reporied above. and
it when reprodnced. must be in irs entirery. Estimated acenraey. precision and unceriuingy daia available npon request. Unless
materials manufactured with mwliiple iayers (i.c. linoleum. wallboard, eic.) are reported as o single sample. None Derecred = <I%.

requiested by the elieut. buiiding
thin creeptable limits: Sumples were received in

A Well vident . 7 : p A
James A. Weltz, CIH, Presiden Unless otherwise noted: Blosik resulis are not sublracied from any resulis: QC data assorinted with this sample set is wi
rond condition.

Note: If your praject number ends with an “R". it is a revised report and replaces the ariginal document in full. The above results represent the analysis of bulk saomple(s)
by Criterion Laboratorics. . according 10 EPA 40 CFR Part 763 Appendix E to Subpuit E - Polurized Light Microscipy. The concentration of asbestos is determined by
visual estimarion.

THIS IS THE LAST PAGE OF THE REPORT

T (X T
T2 v cseta onan e s
b momydusatre
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ELYTE sorermoum = memnattntet

famy 1 Mt Lo £ BN TE

WULAP LAR CODE 22

Criterion Laboratorics, Inc. (1D 100424) is accredited by ilie AIHA Laboratory Averedization Progroms (AIHA-LAP). LLC in the IHLAP: EMLAP and ELLAP accredization programs far Polurized Light Microscopy (PLM].
Phase Contrast Microseupy (PCM): Air-Direct Examination: and Airborne Dust. Paint. Sertled Dust by Wipe and Soil for Fields of Testing as documented by tire Suope of Accreditarion Certificare and associated Scupe.
Additianally. Criterion Laboratories. Inc. is certified by the Center fur Diseuse Control { CDC) Environmental Legionella Isolation Teclmiques Evaluation (ELITE) Program for the desermination of Legionella in water by
culnere and holds acereditaiion from the National Volumary Laboratory Acereditation Pragram (NVLAP 1D 102046-0) for the determination of asbestas i bulk samples by Polarized Light Microscopy (PLM). This rest repnott
by NVLAP, NIST, AIHA or any agency of the US Govermuen:. Unless specifically listed as ubove, tlese esi results are not covered under AIRALAP, LLC. | 00424

st not be used to claim preduct endorsement
aecreditation.

3 ) 1370 Pragress Drive, Snije J, Bensolem. £A 19020/ 215-244-1300 / Fox 215-244-4349 / www.criterionloby.com
Reparrgmen OLzR00 Rev. 05 </7 20/30418



ENVIRONMENTAL PROTECTION AGENCY REGION 3
1650 Arch St.

CHAIN OF CUSTODY RECORD Phlladelphla Pennsylvania 19103 -

PROJ. NO. PROJECT NAME

Hyn g it~ i

SAMPLERS: fsignature) // oF
//71147[’“/ Vi 4/ con- : REMARKS

STA.NO. | DATE TIME § § STATION LOCATION PSS

Ol pr 2k T)Uh{ﬂﬂﬁf ' Alns

Y ki D gt '- da
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g padl | hl.m}qf A
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2F T P

f}akﬁ (o T
£ neti ]

Relinquished by: (Signatura! Date /Time | Received by: {SJgnaruu! 3125 Relinquished by: (Signature) Date / Time | Received by: (Signature)
~ M 14
/i’w@ Z 77!“/” 2 Qf m
Relinquished by: (Signsture) Date / Time Reeéived by: fSpgmmmJ Relinquished by: (Signaturel Date / Time | Received by: {Signature)
Relinquished by: Signature} Date / Time | Received for Laboratory by: Date /Time Remarks . - | 11/ fe
{Signsture) zﬁi \ :\_):QQ,\_\C“{ M
)"\‘(\Q\\{ bY 32 pie Y
Distribution: Original Accompanies Shipmant; Copy to Coordinator Field Files




CRITERION @
LABORATORIES, INC.

Drop-Off Project Control Record / Chain of Custody

Project #: 140730

Client Information

Company: US EPA - Region III
Address: 1650 Arch Street
MC: WC32
City: Philadelphia PA 19103

Rev. 02_<11_20121019

Rich Ponak
Phone: (215) 814-2044 Ext.:

(215) 814-3113 E-Mall:  Ponsk.Rich@epamall.epa.gov

Project Manager: Alvarez, Vernon
Site Address: Hunting Point
Activity: PLM Analysis

Instructions:

Activity Code: 72 Project Open Date:

3/25/2014

Office Notes:

Unigue Sample Sample
Sample ID Description Location

Analyte

PO - Ashastog

140730-001
140730-002
140730-003
140730-004
140730-005

CNSN - S5/
&}& \')&ﬁ\; Ry
Flool - C,Y\Mjsobu 50y.
MaSKS - OWNL-5/.
Ak G- 3157

) Date / Time 3/25/2014 2:13:00 PM

3/25/2014 2:13:00 PM

Analyzed By

: d Date / Time
7 /% Date / Time

3/25/2014 2:13:00 PM



'@ Results of Page fi2
= Polarized Light Microscopy

Criterion
Loboriories .
Client: US EPA - Region J11 Site Address: Hunting Point Sample Date: 3/7/2014
Project#: 140610 _ Sample Received Date:  3/11/2014 4:04:00 PM
Collected By: US EPA - Region i1l Analyzed By: Devine, Daniel Analysis Date:  3/12/2014
[Sample# i . T : Non - Asbestos g | S Asbestos T _ﬁ;
!Locaﬂon!Matena] Description i ey Fibrous & Percent i ‘Non-Fibrous % _| Asbmos'l‘ype 1 Percent SomEnls i
140610-001 . ! Cellulose-3 94 Chrysotile 3
Uml.
140610—002 B o St SRR 1 . Celinlose3 9 Chrysotilc S
i _
14oao-an3 ! Cellulose-2 98 None Delected s
Glaze
Hallway outsul’
140610-4}04 2 ' i e SCalilost S e S 07, None Detected AR
Uiz _ - _
140610-005 1 Cellolose-1 97 None Detected
Window Glaze Fiberglass-2
Parking Lot on Trailer
140610-006 A S T Cameset o8 S None Détected > 2 g '
1 Fiberglass-2 98 None Detected
Light Gray/Tan Floor Tile with Black Mastic
Parking Lot Behind Durmpster

o ) 3370 Progress Drive. Saite J, Bensalem. PA 19020/ 215-244-1300 7 Fax 215-244-4349 S www.criterienlabs.com
Report Date: 03/1372014 Rev.05 <11 20130419



Results of Page 2 of 2
Polarized Light Microscopy

|
Criterion

Loboratories Inc.

Sample Date:  3/7/2014

Client: US EPA - Region 111 Site Address: Hunting Point
Sample Received Date:  3/11/2014 4:04:00 PM

Project#: 140610

Collected By: US EPA - Region HI Analyzed By: Devine, Daniel Analysis Date:  3/72/2014
'lSample TS { : Non - Asbestos 1 Asbestos
Emuon-"M aterial Description s Layen * Fibrous & Percent | Non-Fibrous % | Asbestos Type | Percent Comments
140610-008 1 Fiberglass-2 98 None Detected -
Light Gray/Tan Floor Tile with Black Mastic
Parking Lot Behind Dumpster

1610- Ao ' 9

Z M\ Criterion Laboratories, luc. bears no responsibility for sample collection activities of non-Criterion personnel. This report relafes only fo the samiples reported above, aud
9 - whett reproduced. must be i its eutirety. Estimated accurdcy, precision and uncertainty data available upon request. Unless
. requested by the client, building materials manufactured with multiple layers (i.e. linoleum, wallboard, ete.) are reported as a single sample: None Detected = <1%.
James A, Weltz, CIH, President Unless ofiterwise noted: Blaik results are not subirdcted from any resulis: QC data associated witls this senple sef is within accep ble liniits; Samples were received in
good condition.

Note: If your project number ends with an "R “ it is a revised report and replaces the original docament in full. The above results represent fie analysis of bulk sample(s)
by Criterion Laborarories, Inc. according fo EPA 40 CFR Part 763 Appendix E to Subpart E— Polarized Light Microscopy. The concentration of asbestos is determined by
visual estimation.

THIS IS THE LAST PAGE OF THE REPORT

& i by
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Criterion Laboratories, Inc. (ID 100424) is accredited by tle AIHA Laboratery Accreditation Programs (AIHA-LAP), LLC in the IHLAP: EMLAP and ELLAP accreditation prograwms for Polarized Light Microscopy (PLM).
Phase Contrast Microscopy (PCM); Air-Direct Examination; and Airborue Dust. Paint. Seitled Dust by Wipe and Soil for Fields of Testing as documented by the Scope of Accreditation Cerlificate and associated Scope.
Additionallv, Criterion Laboratories. Inc. is certified by the Ceuter for Disease Control (CDC) Environmental Legionella Isolation Technigues Evaluation (ELITE) Program for the derermination of Legionella in warer by
culiure and holds accreditation from the Narional Voluntary Laboratory Acereditation Progrant (NVLAP 1D 102046-0) for the determination of asbestos in bulk sanples by Polarized Light Microscopy (PLM). This rest reporr
must not be used to claim product endorsement by NVLAP. NIST, ATHA or auy ugency of the US Government. Unless specifically listed as abuve. these fext results are not vovered under AIHA-LAP, LLC, 100424
accreditation.

s . 3370 Progress Drive, Suite J. Bensalem, PA 190207 215-244-1300 7 Fux 215-244-4349 / vww.criterionlubs.com
Report Date: 0311372014 Rev. 05 <] 20130419



ENVIRONMENTAL PROTECTION AGENCY

CHAIN OF CUSTODY RECORD

REGION 3
1650 Arch St.

Philadeiphia, Pennsylvania 19103

PROJ.NO. |PROJECT NAME
| Hubm Bint No.
SAMPLERS: (Signature) ¥ e
Mﬂ"/’/ - REMARKS
’g‘ @ i TAINERS
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Received by: fSignature)

(Signature)

Distribution:

Original Accompenies Shipment; Copy to Coordinator Field Files

Remarks . P«!\u\\]?.ej ‘3‘('

Relinguished by: (Signature) Date / Time Réceived by: (Signature) Relinquished by: (Signature) Date / Time | Received by: (Signature)
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CRITERION
LABORATORIES, INC.

Drop-Off Project Control Record / Chain of Custody

Project #: 140610

Client Information Rev. 02_<11.20121018
Company: US EPA - Region Il Contact:  Rich Ponak
Address: 1650 Arch Street Cell: Phone: (215) 814-2044 Ext.:

MC: WC32 Fax: (215) 314-311; E-Mall:  Ponak.Rich@epamall.epa.gov
City: Philadelphia PA 19103
Project Manager: Alvarez, Vernon Activity Code: 72 Project Open Date:
Site Address: Hunting Point 3/11/2014
Activity: PLM Analysis
Instructions:
Office Notes:
Unlque ’ Sample Sample Analyte
Sample ID Description Location PLmMm / PQ ot Count
140610-001 C vy Sorile EYWER T
140610 002 ) i\,(Ylw ‘le. SR °16
140610-003 VoL {)Q\Lﬁ @RI
140610-004 A
140610 005
140610 006
140610 -007
140610-008

Relinquished By D(’DQ OQQ -5 5() A Cm/

Recelved By 30\@ \B\u (5/
Du« ) Deving. _ﬂh&\'

Cant ~oud ) /e —r

Analyzed By

Date / Time

3/11/2014 4:02:00 PM
3/11/2014 4:02:00 PM

3/11/2014 4:02:00 PM



@l

Criterion

Laboraiaries inc.

Client:

Collected By: US EPA - Region IIf

!Sample#

US EPA - Region IIT
Project #: 140420

| Location / Material Description

140426-001
Crushed Window Glaze

140420002
Crushed Window Glazr.
Hallway Oumdc.

140420 003
Crushed Window Glaze
On Cart Hallway

140420—004

Crushed! Window G]aac ;

Kﬂ.c.hm Wmdow 80?

140420-005
Crushed Window Glaze
Dumpster

140420-00&

CmshﬁiWndow Ghm._

GmuadeDumpsltr

140420-007
Crushed Window Glaze
Qutside on Poly

146420—008

Crushed Window Glaze

C‘umdc on' Po!y

Report Daye: 021172014

Results of
Polarized Light Microscopy

Page IJfZ

Site Address: Hunting Point on the Potomac Sample Date:  1/16/2014
Sample Received Date:  2/7/2014 2:27:00 PM
Analyzed By: Hayes, Jade Analysis Date: /7102014
g ; “Non - Ashestos Foas Asbestos TR e e ]
i Layer | Fibrous & Percent | Non-Fibrous % _ Asbestos Type | Percent bt Comments
1 Cellulose-3 87 Chrysotile 10
1 = 100 . None Detected S
1 Cdlulose-2 98 None Detected
1 Cellulose3 o7 None Detected
1 Cellulose-2 83 Chrysotile 15
T Cefinlose-2 88 Chrysotile SRR
1 Cellulose-1 99 None Detected -
SENS T Cellulose-2 ' 98 - None Detected = =7 ==

3370 Progress Drive, Suite J, Bensalem. PA 19020/ 215-244-1300 / Fax 215-244-4349 / www.criterionlabs.com

Rev. 05 <11 20130419



@

Criterion

Laborakaries Inc.

Client: US EPA - Region IIT
Project #: 140420
Collected By: US EPA - Region 111

e

James A. Weltz, CIH, President

EITULS: Lntid
vl A e B TeTn L P

R et 3

Criterion Laboratories, Inc. (ID 100424) is accredited by the AIHA Laboratory Accreditation Prog
Contrast Microscopy (PCM): Air-Direct Examination: and-Ai rborne Dust, Paint, Settled Dust by Wipe and Soil for Fields of Testing

Additionally, Criterion Laboratories, Inc. is certified by the Center for Discase Control (CDC) Environpmen

culture and holds accreditation from the National Voluntary Laboratory
st wot be nsed to claim product endorsement by NVLAP, NIST, AIHA or any agency of the US Government. Urless specifically listed as abov

Report Dare: 021172014

ot Gt 2 TTOLA TR 32 RSy ety
ey Sa b ecara Dummesy
L O b Do O et raran (30

Page 2.5 2

Results of
Polarized Light Microscopy .

Site Address: Hunting Point on the Potomac Sample Date:  1/16/2014
Sample Received Date:  2/7/2014 2:27:00 PM
Analyzed By: Hayes, Jade Analysis Date:  2/11/2014

Critetion Laboratories. Inc. bears no responsibility for sample collection activities of non-Criterion personnel. This report relates only to the samples reported above, and
when reproduced, must be in its entirery. Estimared accuracy, precision and unceriainty date availabie upon request. Unless
requested by the ciieut, building materials manufactured witl mnltiple layers (i.c. finolewm, wallboard. etc.) are reported as a single sawple. None Detected = <I%.
Unless otherwise noted: Blank results are not subtracted from ey results: QC data associated witl this sample set is within acceptable limits: Samples were received in
" gond condition.

Il The above resnits represent the analysis of bulk sarple(s)

Note: If your project munber ends witl ar "R " it is a revised report and replaces the original docuient in fn
Microscopy. Fhe concentration of asbestos is determined by

by Criterion Laboratories, Inc. according to EPA 40 CFR Par! 763 Appendix E to Subpart E — Polarized Light
visual estimation.

THIS IS THE LAST PAGE OF THE REPORT

s
<8 Do,

“ 22

pviag

NVLAF 143 CUDE 10524

rams (AIHA-LAP). LLC in the IHLAP: EMLAP and ELLAP accreditation programs for Polarized Light Micrascapy (PLM).
as dacunented by the Scope of Accreditation Certificate and associated Scope.

ital Legionelia Isviation Techniques Evaluation (ELITE) Program for tite deter of Legionella in water by

Accreditation Progeam (NVLAP iD [02046-0) for the determination of asbestos in bulk samples by Polarized Light Microscopy (PLM). This rest repors
e, these test resnlis are not covered under AIMA-LAP. LLC. 100424

accreditation.

3370 Progress Drive, Suite J, Bensalem, PA 16020/ 215-242- 1300 ¢ Fax 215-244-4349/ v criterionlobs.com
Rev, 05 <I1 20130419



-L© Results of : ‘ Page I of I
| Polarized Light Microscopy _ G

Criterion

Laberalories Inc.

Client: US EPA - Region I Site Address: Hunting Point on the Potoinac Sample Date: 2/12/2014
Project#: 140510 Sample Received Date:  2/21/2014 1:54:00 PM
Collected By:  US EPA - CID Analyzed By: Hayes, Jade Analysis Date:  2/21/2014
Ssmple # i Non - Asbest |  Asbestos : ; Sy
?I‘ peition/Material Descopboliy o o 8 0 ool e Fibrous & Percent | Non-Fibrous % T Asbestos Type { Percent | e vl
140510-001 ! Cellulose-2 oo None Detected s
Sample No. FI6743-RDA-0] Fiberglass-1
1204 S. Washington St.
140510-002 ; | Cellulose-1- - 99 Noné Detected an
Sample No, FI6743-RDA-02 : 3
1204 8, Washing'tgfi‘SL" gt _ T
Z Q/"%—‘ Crirerion Loboratories, Inc. bedrs no responsibility for sample collection activities af non-Criterion persounel. This report relates only 1 the samples reported ubove, and
Q g wlien reproduced, must be in its entirety. Estimated accuracy, precision and uncertainty data available upou request. Unless
Weltz. CIH, Presid requested by the client. building moterials manufactired with maltiple layers (i.e. linoleuin, wallboard, efc.) are reported as d single sample. None Detected = <1%.
James A. Weltz, » President Unless otherwise noted: Blank results are not subtracted front any results; QC data associated with this sample set is within acceptable limits; Sumpies were received in

good condition.

Nute: If your project nuntber ends with an “R™ it is a revised report and replaces the original doctiment in full. The above results represeut the analysis of bulk sample(s)
by Criterion Laboratories, Inc. according to EPA 40 CFR Par1 763 Appendix E to Subpart E— Polurized Light Microscopy. The concenirution of ushestos is determined by
visual estimation.

THIS IS THE LAST PAGE OF THE REPORT
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Criterion Laboratories, Ine. (1D 100424) is accredited by the AIHA Laboratury Accreditation Programs (AIHA-LAP}, LLC in the JHLAP: EMLAP and ELLAP accreditation prograins for Polarized Light Microscopy (PLM).
Phase Contrast Microscopy (PCM): Air-Direct Examination: and Airborne Dust, Paint, Settled Dust by Wipe ad Soil for Fields of Tesling os documented by tie Scope of Accreditution Certificate and assoviated Scope.
Additionally, Criterion Laboratories, Inc. is certified by the Center for Disease Control (CDC) Environmental Legionella Isolation Teclnigues Evaluation (ELITE} Progrem for the determination of Legionella in water by
culrure and holds accreditation from the National Volunrary Laborarery Acereditation Program (NVLAP 1D 102046.0) for tlte determination of asbestos in bulk sumples by Polarized Light Microscopy {PLM). This rest report
must not be used fo cluaim product endorsement by NVLAP. NIST, AIHA or any agency of the US Governmens. Unless specifically listed as above, these test results are not covered under AIHA-LAP, LLC. 100424
acereditation,

3370 Progress Drive, Sufte J, Bensalem, PA 19020/ 315.244-1300 / Fax 215-244 4349 / wwne.criterionlabs.com
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